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CHANGZHOU ZETAI DECORATION MATERIAL CO., LTD

No.5 XINPENG ROAD CUIQIAO HENGLIN TOWN, CHANGZHOU CITY

The following sample(s) was/were submitted and identified on behalf of the clients as : PVC floor

SGS Job No. : SHRS190100824 - SH

Material andMark : PVC

Product Specification : 15*8cm

Item No. : ZT01

Colour : grey

Manufacturer : CHANGZHOU ZETAI DECORATION MATERIAL CO., LTD

Supplier : CHANGZHOU ZETAI DECORATION MATERIAL CO., LTD

Composition : pvc
Client Ref. Information : Thickness：5mm

Density ：2000kg/m3

End use application：floor

Date of Sample Received : 12 Oct 2019

Testing Period : 12 Oct 2019 - 16 Oct 2019

Test Requested : Selected test(s) as requested by client.

Test Method :

Test Results :

Please refer to next page(s).

Please refer to next page(s).

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd.

Helen Liu
Approved Signatory
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Test Results :

Test Part Description :

Specimen No.. SGS Sample ID. Description.
SN1 SHA19-224339.001 Beige/black solid part

Remarks :

(1) 1 mg/kg = 0.0001%

(2) MDL = Method Detection Limit

(3) ND = Not Detected ( < MDL)

(4) "-" = Not Regulated

Element(s).

Test Method : With reference to US EPA 3052:1996, analysis was performed by ICP-OES.

Test Item(s) Unit MDL 001
Copper (Cu) mg/kg 5 ND
Tin (Sn) mg/kg 5 ND
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SHARS1922433901

SHA19-224339.001

Sample photo:

SGS authenticate the photo on original report only

*** End of Report ***


