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CUSTOMER NAME: CHANGZHOU ZETAI DECORATION MATERIAL CO.,LTD

ADDRESS: NO.5 XINPENG ROAD,CUIQIAO,HENGLIN TOWN,CHANGZHOU 

CITY

Sample Name : SPC FLOORING

Product Specification : 1220*180*4mm

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client.

***********
Date of Receipt : 2025-03-12

Testing Period : 2025-03-12 ~ 2025-03-19

Test result(s)   : For further details, please refer to the following page(s)
(Unless otherwise stated the results shown in this test report refer only 
to the sample(s) tested)

Signed for
SGS-CSTC Standards Technical 
Services (Shanghai) Co., Ltd..

Xander Yang
Authorized signatory
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Summary of Results:

No. Test Item Test Method Result Conclusion

1
Effect of Castor 

Chair
ISO 4918:2016/Amd1:2018 See Result N/A

2 Locking Strength ISO 10582:2017 Table 3 & Annex D See Result N/A

Pass : Meet the requirements;

Fail : Does not meet the requirements;

Note:

N/A : Not Apply to the judgment.

Original Sample Photo(s):

Front View Back View
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1. Test Item: Effect of Castor Chair

Test Method: ISO 4918:2016/Amd1:2018

Test Condition: 

Specimen: Φ750mm×4.0mm, 1pc

Load: 90kg

Type of wheels: Type W

Cycles: 25000r

Lab Environmental Condition: (23±2)°C, (50±5)%RH

Test Result:

Test Item Test Result

Effect of Castor Chair 25000r, no visible damage

Note: Test specimens were cut from original sample.
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2. Test Item: Locking Strength

Test Method: ISO 10582:2017 Table 3 & Annex D 

Test Condition:

Specimen: 200mm×100mm×4.0mm, 10pcs (5 pcs for long side, 5 pcs for short side)

Test rate: 100mm/min

Lab Environmental Condition: (23±2)°C, (50±5)%RH

Test Result:

Test Result
Test Item

Individual Value Average Value

Long Side 6.2 6.6 5.9 6.8 6.6 6.4Locking Strength 

(kN/m) Short Side 6.4 6.2 6.2 6.2 6.6 6.3

Note: Test specimens were cut from original sample.

The test report shall only be used for clients’ scientific research, teaching, internal quality control, 

product research and development, etc… and just for internal reference.

********End of report********


		2025-03-19T08:50:49+0000
	CNE2
	SGS officially issued document




